THICKNESS TOLERANCE/ DUNG SAI DQ DAY

1. Thickn rant in; B ndar 13 th huan GB.
1.1.Thickness tolerance for Aluminum cast rolling/ Dung saf dé day cho nhém cdn ngudi. 1.2, Thi tolerance for Aluminum hot rolling/Dung sai 6 déay cho nhém can néng.
Thickness Width (mm)/ Chiéu réng Thickness Width (mm)/ Chiéu réng
(mm) <1000 [ >1o00-1250 | >1250~1600 | >1600~2000 | ~2000~2500 (mm) =1250 | >1250~1600 | =1600~2000 | >2000~2500
B¢ day Thickness Tolerance (+/-)/ Dung sai dé day (+/-) 0§ day Thickness Tolerance (+/-) Dung sai d6 day (+-)
>0.20~0.40 0.05 0.06 0.06 - - >2.50~4.00 0.28 0.28 0.32 0.35
>0.40~0.60 0.05 0.08 0.08 0.09 0.12 >4.00~5.00 0.30 0.30 0.35 0.40
>0.60~0.80 0.06 0.08 0.08 0.10 0.13 >5.00~8.00 0.35 0.40 0.40 0.50
>0.80~1.00 0.08 0.09 0.09 0.1 0.15 >8.00~15.00 0.50 0.60 0.65 0.65
=1.00-1.20 0.08 0.10 0.10 0.12 0.15 >15.00~25.00 0.65 0.75 0.85 0.90
>1.20~2.00 0.10 0.13 0.13 0.15 0.15 >25.00~40.00 0.90 1.00 1.10 1.20
>2.00~2.50 0.13 0.15 0.15 0.16 0.16 >40.00~50.00 1.10 1.20 1.40 1.50
>2.50~3.50 0.15 0.18 0.18 0.23 0.19 >50.00~60.00 1.40 1.50 1.70 1.90
>3.50~5.00 0.23 0.24 0.24 0.26 0.28 >60.00~100.00 2.20 2.20 2.70 2.80
>5.00-8.00 0.28 0.29 0.29 0.30 0.35 =>100.00~150.00 2.80 2.80 3.30 3.30
>8.00~12.0 0.48 0.50 0.50 0.62 0.70 Thickness Width (mm)/ Chiéu réng
=12.00-20.00 0.57 0.66 0.68 0.72 0.81 (mm) 500 [ =500-1250 [ =1000~2000 [ >2000~2500
>20.00~30.00 0.68 0.75 0.80 0.83 0.90 Dé day Width Tolerance (+/-)/ Dung sai chiéu réng {+/-)
>30.00~40.00 0.75 0.83 0.87 0.90 0.99 >0.20~3.00 2 5 l 6
>40.00-50.00 0.83 0.90 0.95 0.98 1.05 >3.00~12.00 6 | 8 | 8 12
2. Thickn Toleran: rdin AA ndar ] I o n AA.
2.1.Thickness tolerance for Aluminum Coill Dung sai d6 day cho nhém cugn. 2.2.Thickness '°'e'a"°9d'7:f :f:;g'gxg';';a’:flalef Dung sai dé day
Specified thickness (mm)/ B¢ day Tulerancg.f Specified |h|ckhess (mm)/ DG Tulemncgf Specified thickf\ess TDIerancef“ Specified lhickrvess (mm) / DG Tolerance{ Dung
Dung sai day Dung sai {mm) / Dé day Dung sai day sai
0.30 ~ 0.56 +/-0.05 1.40 - 1.63 +0.10/-0.13 1.00 ~1.12 +/-0.08 3.20 - 4.00 +0.26/ -0.38
0.56 ~ 0.71 +0.05/ -0.08 1.64 ~ 2.00 +-0.11 1.12 ~ 1.40 +0.08/ -0.10 4.00 ~ 5.00 +0.28/ -0.48
071 -1.12 +-0.08 2,00 - 2.50 : 1.40 ~ 2.00 +0.10/-0.15 5.00 - 6.00 +0.35/ -0.60
1.12 ~ 1.40 +0.08/ -0.10 2.50 ~ 3.50 +-0.14 2.00 ~ 3.20 +0.20/ -0.30
2.3.Thickness tolerance for Aluminum sheet and plate/ Dung sai dé day cho nhém tdm.
Thickness Width (mm)/ Chigu réng
(mim) >1000-1200 [ >1200~1400 [ >=1400-1500 [ =1500-1800 | >1800~2000 [ =2000-2200 | -2200-2500 | >2500-~3000 [ =3000~3500
D6 day Thickness Tolerance (+/-)/ Dung sai dé day (+/-)
>0.15~0.25 0.06 0.06 0.06 - - - - - =
>0.25~0.63 0.07 0.07 0.07 = - = -
>0.63~1.00 0.04 0.06 0.08 0.08 0.10 0.10 0.20 - -
>1.00~2.00 0.05 0.08 0.09 0.09 0.10 0.10 0.26 0.34 0.40
>2.00~-2.50 0.065 0.09 0.11 0.11 0.12 0.12 0.30 0.38 0.46
>2.50~3.20 0.09 0.10 0.12 0.12 0.12 0.12 0.34 0.42 0.52
>3.20~5.00 0.18 0.18 0.23 0.23 0.30 0.30 0.46 0.56 0.66
>5.00~8.00 0.40 0.40 0.40 0.50 0.50 0.62 0.62 0.74 0.86
>8.00~16.00 0.60 0.60 0.60 0.72 0.72 0.86 0.86 1.00 1.20
>16.00~40.00 1.00 1.00 1.00 1.20 1.20 1.40 1.40 1.65 1.95
>40.00~60.00 1.40 1.40 1.40 1.60 1.90 1.90 1.90 2.30 2.60
>60.00~80.00 2.00 2.00 2.00 2.10 2.10 2.80 2.80 3.30 3.30
>80.00~100.00 2.60 2.60 2.60 2.95 2.95 3.40 3.40 3.90 4.10
=>100.00~160.00 3.40 3.40 3.40 3.80 3.80 4.30 4.30 - =
3. Thickness Tolerance according to ASTM B209 Standard/ Dung sai d6 day theo tiéu chuin ASTM B209.
Thickness tolerance for Aluminum sheet and plate/ Dung sai d6 day cho nhém tam.
Thickness Width (mm)/ Chiéu réng
{mm) >1000 [ >1000~1514 [>1514~2000 | >2000~2500 >2500~3000 | >3000~3500
D¢ day Thickness T / Dung sai dé day
>0.15-0.41 +/-0.03 - k
>0.41-0.64 +/-0.05 +-0.07 - -
>0.64~1.00 +/-0.07 +-0.08 +-0.15 -
>1.00~1.60 +/-0.08 +/-0.12 +-0.17 +/-0.22
>1.60~2.50 +-0.11 +-0.15 +-0.22
>2.50-4.10 +/-017 +/-0.22 +/-0.33
>4.10~6.30 +/-0.27 +/-0.33 +/-0.45
>6.30~10.0 +-0.43 +/-0.50 +/-0.68
>10.00~16.00 +/-0.58 +/-0.68 +/-0.88
>16.00~25.00 +/-0.78 +-0.93 +-1.19
>25.00~60.00 +/-1.39 +/-1.52 +-2.15
>60.00~80.00 +/-1.90 +-2.15 +/-2.54 +/-2 66
>80.00~100.00 +/-2.54 +/-2.92 +-317 +/-3.30
4. Thickness Tolerance Aluminum rod according to ASTM B221 5. Thickness Tolerance Aluminum plate ace g to EN 485
Dung sal duvng kinh Nhom cay tron 6061 theo tiéu chudn ASTM 8211 Dung sai dg day nhém tém hop kim 5083/6061/7075 theo tigu chudn EN
Buong kinh/ Dia Tolerance/ Dung | Buwang kinh/ Dia ; . Grade/ . 5 Tolerance/ Grade/ Thickness/ Tolerance/
?mm) o 9 [gmm,' Tolerance/ Dung sai Mac hang Thickness/ Day (mm) Dung sai Mac hang Day (mm) Dung sai
10 up to 14 +-0.2 85 +-0.55 6.0 - 8.0 +-0.02 8 +/-0.35
16 +/-0.23 80 +- 0.9 10 +0.75/-0.25 10 +/-0.45
20 +/- 0.25 100 +-1 AS5083 15 +0.90/ — 0.40 30 +/-0.65
25 +/- 0.2 110 + -1 20 + 1.00/ = 0.50 AT075 50 +/-0.90
30 upto 40 +-0.3 120 -1.2 25.0 ~ 30.0 +1.20/ — 0.50 60 +-1.1
45 up to 50 +/-0.38 130 +-1.3 40 +1.50/ - 0.50 65.0 ~ 80.0 +-1.4
55 +/-0.3 150 +-1.5 12 +/- 0.50 100 +-1.7
60 up to 65 +- 0.37 170 +-1.7 30 +/- 0.65
70 +/- 0.7 140 +- 1.4 ABDG1 50 +- 0.80
73.5 +/- 0.61 200 +/-2 55.0 ~ 60.0 +-1.1
75 +/- 0.69 220 +- 2.2 65.0 ~ 80.0 +/-1.4
B0 +/- 0.8 250 +/-2.5




